SCO > COAL from INDONESIA

Dear Sir,

We are an Indonesia coal trading company for steam coal. Servicing customers for domestic and exports. Our coal
product start from 3800 GAR to 6500 GAR. We can supply it regularly. Please find the below contractual
specification, price, and term of payment.

In relation to your coal requirement then we can supply our Steam Coal with the following specifications:

2025

THERMAL COAL SPECIFICATION, PRICE AND QUANTITY
Specification in ASTM

Typical | Rejection | Typical | Rejection | Typical ’Rejection Typical ’Rejection

Standard
Gross As Received GAR 4200 - 3800 <3800 5000 - 4600 <4600 5800 - 5500 <5500 6500 - 6200 . <6200
Total Moisture ARB <28% >30% <20% >22% <18% >20% <10% >12%
Ash Content ADB <8% >10% <8% >10% <12% >15% <13% >16%
Volatile Matter ADB 38 - 44% 38 - 44% 38 - 44% 38 - 44%
Fixed Carbon ADB By Difference
Total Sulfur ADB <0,6% >0,8% <0,8% >1,0% <0,8% >1,0% <1,0% >1,0%
HGI - >45 >40 >40 >40
Ash Fusion Content
for IDT °C >1150 >1150 >1150 >1150
Size 0 - 50mm - >90% >90% >90% >90%
el MT | 150.000 150.000 200.000 150.000
SRICEEBLS, |ussiMT| $7000 | ICI4 | $8800 | ICI3 | $11800| ICI2 [$14300 | ICI1




Term and condition

Quote Validation
Trial Shipment
Vessel Size

10 working days
50,000 - 60,000 MT +/- 10%
Supramax Vessel

Contract Volume
Contract Period

Monthly Production :

Loading Port
Loading Rate
Anchorage
Discharging Rate
Price Method
Sale Price

Minesite

PAYMENT

Claim

Payment tools

Inspection

Packaging
Commission
side Open
Target Laycan

Site Visit

50,000 - 100,000 MT / Month +/- 5%

12 months and extendable

50,000 - 100,000 MT

Jetty Hasnur or TCT, South Kalimantan, Indonesia
8,000 PWWD SHINC

Taboneo

7,000 PWWD SHINC

FOB MV

GAR 3800 > 4200 =$ 70 MT FOB MV (Type D)
GAR 4600 > 5000 = $ 88 MT FOB MV (Type C)
GAR 5500 > 5800 = $ 118 MT FOB MV (Type B)
GAR 6200 > 6500 = $ 143 MT FOB MV (Type A)

PT. Tanjung Alam Jaya/PT. Energi Bumi Jaya Mandiri
PT. Lestari / PT. Amanah Batu Alam Persada /PT. Bara Jaya
Utama/ PT. Kadya Caraka Mulia

Based on the acceptance Certificate of analysis at the
loading port — Indonesia.
Irrevocable Usance LC Payable at Sight MT752 or LC at

Sight MT 700 issued by International Prime Bank

Inspection of goods should be carried out before being

loaded by Seller and Buyer at the loading port.

Both Parties will appoint Geoservice/SGS/CCIC as surveyor.
Bulk

US S 4 Dollars per MT include 50% Seller Side Closed 50% Buyer

- Trial shipment is 30 days after LC is workable which is
confirmed by Seller’s Bank.
- Contract shipment is based on agreed schedule

We are happy to invite you to visit our site facilities and
Do testing before loading.

Thank you for taking the time to consider our Inquiry. We would like to have your fast respond.
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tess checked a5 received with properdy packed and ro sewind condion. The sample was prepared and analbyoed in accordance with ASTM
Sandard Methods. The ress ace s folloms
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PT. LEON TESTING AND CONSULTANCY
A Leon Overseas Group Company
Indosesa HQ
Co ey OMor, North Toweer. 200 Moo - 28

B Bewar Saed Lav Al frrunwonan, sears (X0
Prore «582-71 1060 WG

Certificate No. : IDUBJSH2400043

Page 1ol 2
CERTIFICATE OF SAMPLING AND ANALYSIS

Nome of Vessel : MV.SEA HARMONY
Quantty . 63230
Shpper
Conssgree ENEL PRODUZIONE SpA
Noaty Address ENEL PRODUZIONE SpA

VIALE REGINA MARGHERITA, 125

00198 ROMA
Descnpson of Goods INDONESIA STEAM COAL IN BULK
Pon of Loading ! MUARA BERAU ANCHORAGE, EAST KALIMANTAN, INDONESIA
Port of Discharge : PLOCE, CROATIA ANDVOR BRINDISI, ITALY
Date of Loacng . 24 FEBRUARY UP TO 28 FEBRUARY 2024

THISISTOCCRTIFYmmNnmomnWmmmdmecwmw
nominated abave. Samples were taken during loading and analyzed as per ASTMISO standard methods or
other inmdernabonad standard methods

RESULT ,
ARB | ADB 08
PARAMETER UNIT | oR | (ki Dried ' (Ovied METHODS
. : | Bags) | Basis) | Baws) |
Volatile Matar I % | 34 a5 1 4353 | 1808622010
| Ash L% | iame 1863|1638 [1801171.2010
 Fixed Carbon % | 3631 | 3825 | 4009 |ASTMOD7S&2
Sulphu % 055 | 058 | 061 | ASYTMD42¥
| Gross Calorific Ve | KeabWg | 6027 | 6349 | 6654 | 150 1928 2020
| Net Caloric Value xuw.q 5730 | 6068 | 6387 | ISO 19282020
| Total moisture RS i 942 | - | | 1SO 589
| Inherent Mosture % | 5 | 458 | | ASTM D7582
| Surface moisture . T | | 13 [ ‘ Oyd‘lerence
' Hydrogen % | 473 | 498 | 522 |ASTMDS373
| Carbon "% | s822 | 1.1 ‘ 6427 | ASTMDS5373
| Nrogon % e 1125 | 131 [ASTMDS37S ]
| Oxygen % 1160 | 1223 | 1282 | ASTMD3176.15 |
| Boron ._ppm - = |78 |ICPIOES i
| Fluorine . _ppm | S | i - ASWDJ?G! =
| Clorne . i {0008 | ASTM D 672101
| Seterum Lppm | [T 029 | ASTM D 4806 |
Mercury ppm = L 0063 | IASTM D 3684 |
| Hard Grove Index_ ] 4 [ ASTM D 409 |
l&zemwml ® | W | ASTM D 4745 |
Sae (0-2 mm) % 1383 | ASTM D 4745 ‘
LAD,* | DEGC | 1418 L ASTM D 1857787

Dated . March 2, 2024
Issued by PT. Leon Testing and Consultancy at Loading Port

Techncal Manager
MELBLE
™e corr®ote & meed om e Cleet's bt By e Comgany snder i Gerwey Conddsoms of Service proted peereal The Ot s p0erton & draen 10 the
e Y e L S T T e L e R T




R ' B HAK l ' Marine & Carge ' Conl © Mrweal A Matias | Agricufture | Petstiows & Ohar Servoes
"
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No. 1 16519 CERTIFICATE OF SAMPLING AND ANALYSIS

Shipper
Consignee

Name of Barge -

Description of Goods : INDONESIAN STEAM COAL

Port of Loading ¢ JETTY PT. MANDIRI CITRA BERSAMA, ASAM ~ ASAM,
KALIMANTAN SELATAN

Port of Discharge ¢ TRANSHIPMENT TO MV. PLACID SEA, TABONEO ANCHORAGE

Quantity : 7,503,914 MT

BL Date : JULY 29, 2023

SAMPLING

Sampling was performed as per ASTM standards (D2234/D2234M-20) Condition [1-D-2/D6883-17, in which portions
of sampie were collected from freshly exposed surface while the material was in barge, the increments are spaced
ot random in time or in position over the lot. Sampies collected throughowt the entire loading of the barge.
SAMPLE PREPARATION

Gross sample were taken to PT TRIBMAKT] INSPEXTAMA laboratory and prepared for analysss as per GBT/T 474
2008.

ANALYSIS

Analysis were performed at PT. Tribhakti Inspektama, Banjarmasin Laboratory (accredited by KAN / National
Accredation Committee - Indonesia for ISO/IEC 17025:2017 Cert. No. LP-1424-1DN) In accordance with the
following standard method. The results are as stated below:

PARAMETERS STANDARDS BASIS RESULTS UNIT
Total Moisture GB/T 211-2017 ARB 2325 PCT
Proximate Analysis
Moisture in the Analysis Sample GB/T 212-2008 ADS 12.90 PCT
Ash Content GE/T 212-2008 ADS 23 PCT
Volatie Matter GB/T 212-2008 ALS 3N T
Fixed Carbon GB/T 212-2008 ADB 30 PCT
Total Sulpbwr GB/T 25214-2010 ADS 088 PCT
Gross Calonific Value GB/T 213-2008 ADS 4240 alwg
Gross Calorific Value GR/T 213-2008 ARB 3.73% ¥calkg
Mardgrove Grindabisty Index GB/T 2565-2014 ” index
Size Analysis (0-50mm) GB/T 477-2008 93.24 PCT
BANJARMASIN, AUGUST 01, 2023
Reported by Issued by
PT TRIBHAKTI INSPEKTAMA
S ARG port
{ IBHAKTI
t HA
»
of Laboratory
Cert No : BTB-2304B)M.185
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